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o+ TECHNICAL SPECIFICATION —
oo e % SWASTIK
' DIGITAL GLAZED VITRIFIED TILES p— soonaots TILES

All characteristics tested are in compliance with Indian Standard Specifications IS 15622:2006 and International Standard Specifications
1SO 13006:2012, Group B la, Dry-Pressed Ceramic Tiles

Testing Method
150 13006:2012 1S 15622:2006
BECIERISTICS (E<05%)N215cm | (E<0.08%) $>410 cm’ (B T (IR T/

] Deviation in Length and width, in % +0.6 +0.1 +0.05
POLISHED RUSTIC
h ] Deviation in Thickness, in % b 4 4
W Deviation in Straightness of Sides, in % 0.5 0.1 +0.05 1SO 10545-2
W Deviation in Rectangularity, in % +0.5 +0.1 +0.1 IS 13630-Part 1 l -
. .
>—¢ Deviation in Surface Flatness, in % +0.5 +0.2 +0.15 (’ ~ S h red d I n g th e reg U | ar W | th
= Surface Qualit Min. 95% Min. 95% Min. 97 %
== Y N:23% n:25% n SINGLE FIRED WHITE BODY  RECTIFIED ,
Glossiness* N.A. N.A. 290 for Polished Lab Method MONOCOCCOINPASTA BIANCA  RECTIFICADO th e | r pa n a C h e
-~ Water Absorption, % by mass E,<0.5%, ind max.0.6%  Avg. <0.08, Ind. Max. 0.1 Avg. <0.05, Ind. Max. 0.07 SO 10545-3, IS 13630-Part 2
(o} Bulk Density, in (g/cc) = 2.2, Min. 2.3, Min. IS 13630-Part 2
= Modulus of Rupture, in N/mm’ 35, ind min. 32 Avg. 47 N/mm’, Ind. Min.44  Avg. 47 N/mm’, Ind. Min. 44 g”é
Breaking strength, in N : : I1SO 10545-4, IS 13630-Part 6
N >7.5 thickness: gggo;w"i"n'”‘ ;33"'M '\I"r:" 2000, Min. DIGITAL INTERIOR ~ COMMERCIAL
@75 e » V- s VAN 1300, Min. DIGITAL INTERIOR COMERCIAL
[\ Scratch hardness of surface (Moh's scale) N.A. = 4 IS 13630-Part 13
Resistance to surface abrasion of glazed Report abrasion Class | (Polished)
@ ﬂ A tiles intended for use on floors class and cycles passed R Class Il (Matt) EOEIRRE/
_ Co-efficient of Linear Thermal Expansion Test method P Syl
=3 from ambient temperature to 100°C (K?) e 6x10 K", Max 6x10 K", Max I1SO 10545-8, IS 13630-Part 4 DOMESTIC
FLAT FLA E Thermal Shock Resistance Test method available 10 Cycles, min 10 Cycles, min 1SO 10545-9, IS 13630-Part 5 SolEs el
() e C ) S
SPORTER CRYSTAL BEIGE AU TRIMENO CRYSTAL BEIGE L o Frost Resistance Required Required 100 Cycles, min 1SO 10545-12, IS 13630-Part 10
= Moisture Expansion in mm/m Test method available N.A. <0.02 1SO 10545-10
i» Impact Resistance Test method available Required >0.7 1SO 10545-5, IS 13630-Part 14
Coefficient of fricti
oetticient of friction Manufacturer to COF class 1:
»  [lesintended for use on floors state COF class: N.A dry static > 0.42 1SO 10545-17
COF class 1: dynamic <0.4; stat!c <0.5 SRy : o Unpolished Tile RANDOM FLAT STRUCTURE
COF class 2: dynamic > 0.4; static 20.5 DESIGN PUNCH PUNCH
<t Resistance to staining: Glazed tiles Minimum Class 3 N.A. Class | 1SO 10545-14
Resistance to household chemicals and W
Swimming pool water cleaners except to s . 1SO 10545-13
cleaning agents containing hydrofluoric Minimum GB Regpiliec) Class AA IS 13630-Part 7
acid and its compounds: Glazed tiles CRYSTAL
Jiay Resistance to low concentrations of acids Manufacturer to
and alkalis: Glazed tiles state classification.
A 1SO 10545-13
Required
Resistance to high concentrations of acids Test method e Gess i IS 13630-Part 7
and alkalis (with the exception of hydrofluoric es r!'\e ©
acid and its compounds): Glazed tiles available
Lead and cadmium release Test method available N.A. <0.002 mg/dm’ 1SO 10545-15
Plain coloured tiles
Small Color Differences only where required N.A. AE<0.75 1SO 10545-16
GL: AE<1.0

PACKING DETAILS

SIZE NO. OF TILES WEIGHT (Approx)  AREA COVERED (Approx)
600x600mm 4 31 Kgs. 1.44 Sq. Mtrs

TRIMENO CRYTAL NATURAL -y TUCSON CRYSTAL PEARL -
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600x600mm { GLAZED VITRIFIED TILES 600x600mm N TILES

Vi Vi Vi Vi
A BN RANDOM FLA B3 RANDOM A BX2H RANDO
ASTINA CRYSTAL BEIGE = LN DESIGN BORGONA CRYSTAL CHOCO FOREST CRYSTAL GRAFITO = runow p| Deson JI0 CRYSTAL NERO = Cior [ esen

V4 Vi Vi
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